Hunan Standard Steel Co.,Ltd
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MILL TEST CERTIFICATE

AR5 PR B ER REIEHBS
Contract NO.: HSC016119-Cl Name of Goods: Seamless carbon steel pipe Quality certificate NO.:
sk b FE AR MR
Purchaser: Product standard : API 5L PSL1 MATERIAL:_ x42
IE KR % C Normalizing _
_ {IE S 8] Holding  Time
gk B #H M OE B (Kg) THCIRAS Temperature _
/ 400 103.45 Hot rolled
Total Bundles Total Pieces Total Weight Delivery condition [A] K IR EEC Tempering
_ {#iE A Holding  Time —
Temperature _
52 }ik% specification  (mm) HE 4 M Metallography
s ks L X - - JE F
5 b X BEJR X K (Kg) 5% 2 (mm) Decarborized IR ORI ()
Heat NO. Batch NO. Bundles Pieces Flattening Flaring
No. DiameterXThicknessXLength Weight 4l (outside) I (inside) | MicroStructure Grain Size
1 219.1x8.x6000mm / 400 103.45 1 1 1 1 1 1 1 1 Satisfactory 1
2
. 1k % % 4 chemical composition % Bl W T & Mechanical properties
e
PihiEEE Rm ffE (HRC)
5 _ , MG Rel | K % 5 5a
C Mn S P \% Nb Ti (Nm m ) Hardness
No (N/mm*) Y.S. (%) Elongation.
T.S.
1 0.22 0.47 | 0.014 0.015 0.003 0.001 0.002 I 500 330 44 1
TAIIZ R ETB 2 TARFR MK Non destructive R
7K JE(Mpa)Hydro XM MR -~ Surface Quality &Dimension 2 i1 iR %: Bending Test JE4: )& %24 Non-Mepallic Inclusion
Eddy test Macro Test
/ &1% (Satisfactory) 4% (Satisfactory) £¥% (Satisfactory) 1% (Satisfactory) / !
%1 Remark
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WE HEREBY CERTIFY THAT THE MATERIAL HEREIN DESCRIBED HAS BEEN MANUFACTURED,TESTED IN ACCORDANCE WITH ABOVE STANDARD AND SPECIFICATION SATIFIED THE REQUIRMENT.

HAEA

HIRA:

wigN:  Danielus

REFITRERH

Quality Department’s Stamp




